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Patersons Quarries, Burrowine Moor Quarry
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EN 13043

Aggregates for Bituminous mixtures

0/1 Gr85 Gtc10 Code:FS5
Particle Shape: Declared Value
Particle Size: Designation
Particle Density: Declared Value
Cleanliness:
Fines Quality Pass threshold
Category

Composition/content

Chlorides Declared Value

Acid Soluble Sulfates Category

Total Sulfur Pass Threshold
Water Absorption Declared Value
Resistance to freezing and thawing Declared value
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